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Prototype Ga2Mn3SiTb3

AFLOW prototype label A2B3CD3 hP9 189 c f b g-001

ICSD 99075

CCDC 1658305

Pearson symbol hP9

Space group number 189
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Space group symbol P62m

AFLOW prototype command aflow --proto=A2B3CD3_hP9_189_c_f_b_g-001

--params=a, c/a, x3, x4

Other compounds with this structure
Dy3Mn3Ga2Si, Er3Mn3Ga2Si, Ho3Mn3Ga2Si, Lu3Mn3Ga2Si, Tm3Mn3Ga2Si

• This is the quaternary form of Barringerite (Fe2P), ZrNiAl, and Zr6CoAs2.
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