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Prototype AgMnVO4

AFLOW prototype label ABC4D oP28 62 c a 2cd c-002

ICSD 193218

CCDC 1702029

Pearson symbol oP28

Space group number 62

Space group symbol Pnma

AFLOW prototype command aflow --proto=ABC4D_oP28_62_c_a_2cd_c-002

--params=a, b/a, c/a, x2, z2, x3, z3, x4, z4, x5, z5, x6, y6, z6

Other compounds with this structure
AgCdVO4, AgCuVO4, AgMgVO4, AgMnVO4, NaAgMo4

• This is the quaternary form of Ag2CrO4, with the first atom on a (4c) site, the second on the (4a) site, and the third at
the center of an MO4 tetrahedron.
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• Monticellite (CaMgSiO4) and AgMnVO4 have the same AFLOW prototype label, ABC4D oP28 62 c a 2cd c. They are
generated by the same symmetry operations with different sets of parameters (--params) specified in their corresponding
CIF files.
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B26 =
(
x6 +

1
2

)
a1+y6 a2−

(
z6 − 1

2

)
a3 = a

(
x6 +

1
2

)
x̂+ by6 ŷ − c
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