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Prototype Ba3In2O11Zn5

AFLOW prototype label A3B2C11D5 cF168 216 f e ab2eh eg-001

ICSD 73192

CCDC 1634010

Pearson symbol cF168

Space group number 216

Space group symbol F43m

AFLOW prototype command aflow --proto=A3B2C11D5_cF168_216_f_e_ab2eh_eg-001

--params=a, x3, x4, x5, x6, x7, x8, x9, z9

Other compounds with this structure
Ba3Tm2Zn5O11, Ba3Yb2Zn5O11
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• This structure can be regarded as a distorted spinel structure.
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B3 = x3 a1 + x3 a2 + x3 a3 = ax3 x̂+ ax3 ŷ + ax3 ẑ (16e) In I

B4 = x3 a1 + x3 a2 − 3x3 a3 = −ax3 x̂− ax3 ŷ + ax3 ẑ (16e) In I

B5 = x3 a1 − 3x3 a2 + x3 a3 = −ax3 x̂+ ax3 ŷ − ax3 ẑ (16e) In I

B6 = −3x3 a1 + x3 a2 + x3 a3 = ax3 x̂− ax3 ŷ − ax3 ẑ (16e) In I

B7 = x4 a1 + x4 a2 + x4 a3 = ax4 x̂+ ax4 ŷ + ax4 ẑ (16e) O III

B8 = x4 a1 + x4 a2 − 3x4 a3 = −ax4 x̂− ax4 ŷ + ax4 ẑ (16e) O III

B9 = x4 a1 − 3x4 a2 + x4 a3 = −ax4 x̂+ ax4 ŷ − ax4 ẑ (16e) O III

B10 = −3x4 a1 + x4 a2 + x4 a3 = ax4 x̂− ax4 ŷ − ax4 ẑ (16e) O III

B11 = x5 a1 + x5 a2 + x5 a3 = ax5 x̂+ ax5 ŷ + ax5 ẑ (16e) O IV

B12 = x5 a1 + x5 a2 − 3x5 a3 = −ax5 x̂− ax5 ŷ + ax5 ẑ (16e) O IV

B13 = x5 a1 − 3x5 a2 + x5 a3 = −ax5 x̂+ ax5 ŷ − ax5 ẑ (16e) O IV

B14 = −3x5 a1 + x5 a2 + x5 a3 = ax5 x̂− ax5 ŷ − ax5 ẑ (16e) O IV

B15 = x6 a1 + x6 a2 + x6 a3 = ax6 x̂+ ax6 ŷ + ax6 ẑ (16e) Zn I

B16 = x6 a1 + x6 a2 − 3x6 a3 = −ax6 x̂− ax6 ŷ + ax6 ẑ (16e) Zn I

B17 = x6 a1 − 3x6 a2 + x6 a3 = −ax6 x̂+ ax6 ŷ − ax6 ẑ (16e) Zn I

B18 = −3x6 a1 + x6 a2 + x6 a3 = ax6 x̂− ax6 ŷ − ax6 ẑ (16e) Zn I

B19 = −x7 a1 + x7 a2 + x7 a3 = ax7 x̂ (24f) Ba I

B20 = x7 a1 − x7 a2 − x7 a3 = −ax7 x̂ (24f) Ba I

B21 = x7 a1 − x7 a2 + x7 a3 = ax7 ŷ (24f) Ba I

B22 = −x7 a1 + x7 a2 − x7 a3 = −ax7 ŷ (24f) Ba I

B23 = x7 a1 + x7 a2 − x7 a3 = ax7 ẑ (24f) Ba I

B24 = −x7 a1 − x7 a2 + x7 a3 = −ax7 ẑ (24f) Ba I
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B31 = z9 a1 + z9 a2 + (2x9 − z9) a3 = ax9 x̂+ ax9 ŷ + az9 ẑ (48h) O V

B32 = z9 a1 + z9 a2 − (2x9 + z9) a3 = −ax9 x̂− ax9 ŷ + az9 ẑ (48h) O V

B33 = (2x9 − z9) a1 − (2x9 + z9) a2 +
z9 a3

= −ax9 x̂+ ax9 ŷ − az9 ẑ (48h) O V

B34 = − (2x9 + z9) a1 +
(2x9 − z9) a2 + z9 a3

= ax9 x̂− ax9 ŷ − az9 ẑ (48h) O V

B35 = (2x9 − z9) a1 + z9 a2 + z9 a3 = az9 x̂+ ax9 ŷ + ax9 ẑ (48h) O V

B36 = − (2x9 + z9) a1 + z9 a2 + z9 a3 = az9 x̂− ax9 ŷ − ax9 ẑ (48h) O V

B37 = z9 a1 + (2x9 − z9) a2 −
(2x9 + z9) a3

= −az9 x̂− ax9 ŷ + ax9 ẑ (48h) O V

B38 = z9 a1 − (2x9 + z9) a2 +
(2x9 − z9) a3

= −az9 x̂+ ax9 ŷ − ax9 ẑ (48h) O V

B39 = z9 a1 + (2x9 − z9) a2 + z9 a3 = ax9 x̂+ az9 ŷ + ax9 ẑ (48h) O V

B40 = z9 a1 − (2x9 + z9) a2 + z9 a3 = −ax9 x̂+ az9 ŷ − ax9 ẑ (48h) O V

B41 = − (2x9 + z9) a1 + z9 a2 +
(2x9 − z9) a3

= ax9 x̂− az9 ŷ − ax9 ẑ (48h) O V

B42 = (2x9 − z9) a1 + z9 a2 −
(2x9 + z9) a3

= −ax9 x̂− az9 ŷ + ax9 ẑ (48h) O V
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