CaRbFe Asy (Superconducting) Structure:
A4BCAD tP10.123 gh_a.i d-001

This structure previously used the label(s) A4BC4D_tP10.123_gh a_i_d. Calls to these addresses will be redirected here.
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Prototype As,CaFe Rb
AFLOW prototype label A4BC4D_tP10.123_gh_a_i_d-001
ICSD 252344
CCDC 1717669
Pearson symbol tP10
Space group number 123
Space group symbol P4/mmm

AFLOW prototype command  aflow --proto=A4BC4D_tP10_123_gh_a_i_d-001
--params=a, ¢/a, z3, 24, Z5
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Other compounds with this structure
BaCsFesAsy, BaKFeyAsy, BaRbFeyAsy, CaCsFeyAsy, CaKFeyAsy, EuCsFeyAsy, EuKFeyAsy, EuRbFeyAsy, SrCsFeyAsy, STKFesAsy,
SI‘RbFe4AS4

e These compounds form a family of stoichiometric superconductors with transition temperatures 7T, ranging from 26-37K.
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