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Prototype BaLa2O5Zn

AFLOW prototype label AB2C5D tI36 140 a h cl b-001

ICSD 88598

CCDC 1648337

Pearson symbol tI36

Space group number 140

Space group symbol I4/mcm

AFLOW prototype command aflow --proto=AB2C5D_tI36_140_a_h_cl_b-001

--params=a, c/a, x4, x5, z5
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Other compounds with this structure
BaCe2CoS5, BaCe2FeS5, BaCe2MnS5, BaCe2ZnS5, BaEu2ZnO5, BaLa2CoS5, BaLa2FeS5, BaLa2MnS5, BaLa2ZnO5, BaLa2ZnS5,
BaNd2CoS5, BaNd2FeS5, BaNd2MnS5, BaNd2ZnO5, BaNd2ZnS5, BaPr2CoS5, BaPr2FeS5, BaPr2MnS5, BaPr2ZnO5, BaPr2ZnS5,
BaSm2FeS5, BaSm2ZnO5, EuSr2FeO5, GaBa2NdS5, GaBa2PrS5, GaSr2LaO5, GaSr2PrO5, Sr(Sr0.5Gd0.5)2GaO5

• Some authors designate Sr(Sr0.5Gd0.5)2GaO5 as the prototype for this structure, with the (8h) site randomly occupied by
strontium and gadolinium atoms. We prefer a structure with ordered atoms on this site.

• Removing the O-I atoms from the (4c) site reduces this to the NH4Pb2Br5 (K34) structure.

• This is the quaternary form of the Cs3CoCl5 (K31) structure.

• We assign compounds with different species on the (4a) and (16l) Wyckoff sites to the K2BaPO4F structure prototype.
The ICSD lists all of these prototypes under the Cs3CoCl5 structure type.
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