
BaNi(CN)4·4H2O (H422) Structure:
AB4C4D4E mC56 15 e 2f 2f 2f a-001
This structure previously used the label(s) AB4C4D4E mC56 15 e 2f 2f 2f a. Calls to these addresses will be redirected here.
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Prototype BaC4(H2O)4N4Ni

AFLOW prototype label AB4C4D4E mC56 15 e 2f 2f 2f a-001

Strukturbericht designation H422

ICSD 15002

CCDC 1595788

Pearson symbol mC56

Space group number 15

Space group symbol C2/c

AFLOW prototype command aflow --proto=AB4C4D4E_mC56_15_e_2f_2f_2f_a-001

--params=a, b/a, c/a, β, y2, x3, y3, z3, x4, y4, z4, x5, y5, z5, x6, y6, z6, x7, y7, z7, x8, y8, z8
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Other compounds with this structure
BaC4N4Pd·4H2O, BaC4N4Pt·4H2O

• We use the structure found by (Larsen, 1969). It is very similar to the structure found by (Brasseur, 1938) which was
designated H422 by (Herrmann, 1941). The newer work was able to separate the carbon and nitrogen atoms in the
cyanide (CN) radical, and also moved the barium atom from the (4b) to the (4e) Wyckoff position. The location of the
hydrogen atoms in the water molecules is still unknown, so they are listed as H2O.

Base-centered Monoclinic primitive vectors

a1 = 1
2a x̂− 1

2b ŷ

a2 = 1
2a x̂+ 1

2b ŷ

a3 = c cosβ x̂+ c sinβ ẑ

Basis vectors

Lattice
coordinates

Cartesian
coordinates

Wyckoff
position

Atom
type

B1 = 0 = 0 (4a) Ni I

B2 = 1
2 a3 = 1

2c cosβ x̂+ 1
2c sinβ ẑ (4a) Ni I

B3 = −y2 a1 + y2 a2 +
1
4 a3 = 1

4c cosβ x̂+ by2 ŷ + 1
4c sinβ ẑ (4e) Ba I

B4 = y2 a1 − y2 a2 +
3
4 a3 = 3

4c cosβ x̂− by2 ŷ + 3
4c sinβ ẑ (4e) Ba I

B5 = (x3 − y3) a1 + (x3 + y3) a2 +
z3 a3

= (ax3 + cz3 cosβ) x̂+ by3 ŷ + cz3 sinβ ẑ (8f) C I
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(8f) C I

B7 = − (x3 − y3) a1 − (x3 + y3) a2 −
z3 a3

= − (ax3 + cz3 cosβ) x̂− by3 ŷ − cz3 sinβ ẑ (8f) C I
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(8f) C I

B9 = (x4 − y4) a1 + (x4 + y4) a2 +
z4 a3

= (ax4 + cz4 cosβ) x̂+ by4 ŷ + cz4 sinβ ẑ (8f) C II

B10 = − (x4 + y4) a1 − (x4 − y4) a2 −(
z4 − 1

2

)
a3

= −
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ax4 + c
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x̂+ by4 ŷ −
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(8f) C II

B11 = − (x4 − y4) a1 − (x4 + y4) a2 −
z4 a3

= − (ax4 + cz4 cosβ) x̂− by4 ŷ − cz4 sinβ ẑ (8f) C II

B12 = (x4 + y4) a1 + (x4 − y4) a2 +(
z4 +

1
2

)
a3

=
(
ax4 + c
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(8f) C II

B13 = (x5 − y5) a1 + (x5 + y5) a2 +
z5 a3

= (ax5 + cz5 cosβ) x̂+ by5 ŷ + cz5 sinβ ẑ (8f) H I
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(8f) H I
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B15 = − (x5 − y5) a1 − (x5 + y5) a2 −
z5 a3

= − (ax5 + cz5 cosβ) x̂− by5 ŷ − cz5 sinβ ẑ (8f) H I
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(8f) H I

B17 = (x6 − y6) a1 + (x6 + y6) a2 +
z6 a3

= (ax6 + cz6 cosβ) x̂+ by6 ŷ + cz6 sinβ ẑ (8f) H II
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(8f) H II

B19 = − (x6 − y6) a1 − (x6 + y6) a2 −
z6 a3

= − (ax6 + cz6 cosβ) x̂− by6 ŷ − cz6 sinβ ẑ (8f) H II
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(8f) H II

B21 = (x7 − y7) a1 + (x7 + y7) a2 +
z7 a3

= (ax7 + cz7 cosβ) x̂+ by7 ŷ + cz7 sinβ ẑ (8f) N I
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(8f) N I

B23 = − (x7 − y7) a1 − (x7 + y7) a2 −
z7 a3

= − (ax7 + cz7 cosβ) x̂− by7 ŷ − cz7 sinβ ẑ (8f) N I
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(8f) N I

B25 = (x8 − y8) a1 + (x8 + y8) a2 +
z8 a3

= (ax8 + cz8 cosβ) x̂+ by8 ŷ + cz8 sinβ ẑ (8f) N II
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(8f) N II

B27 = − (x8 − y8) a1 − (x8 + y8) a2 −
z8 a3

= − (ax8 + cz8 cosβ) x̂− by8 ŷ − cz8 sinβ ẑ (8f) N II
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(8f) N II
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