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Cite this page as:

• H. Eckert, S. Divilov, M. J. Mehl, D. Hicks, A. C. Zettel, M. Esters, X. Campilongo, and S. Curtarolo, The AFLOW Library of
Crystallographic Prototypes: Part 4, Comput. Mater. Sci. 240, 112988 (2024), doi: 10.1016/j.commatsci.2024.112988.

• D. Hicks, M. J. Mehl, M. Esters, C. Oses, O. Levy, G. L. W. Hart, C. Toher, and S. Curtarolo, The AFLOW Library of Crystallographic
Prototypes: Part 3, Comput. Mater. Sci. 199, 110450 (2021), doi: 10.1016/j.commatsci.2021.110450.

https://aflow.org/prototype-encyclopedia/M6W2

https://aflow.org/prototype-encyclopedia/ABC4D cP28 198 a a ab a-001

Prototype AlNaO4Si

AFLOW prototype label ABC4D cP28 198 a a ab a-001

Strukturbericht designation S65
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Space group symbol P213
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• This high-temperature form of carnegieite is stable above 970K.

• To our knowledge, the atomic positions of the low temperature β-carnegieite structure have not been determined.
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ŷ − a

(
x1 − 1

2

)
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