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Prototype AgEuO4Ti

AFLOW prototype label ABC4D oP28 57 d d 2c2d d-001

ICSD 78720

CCDC 1638993

Pearson symbol oP28

Space group number 57

Space group symbol Pbcm

AFLOW prototype command aflow --proto=ABC4D_oP28_57_d_d_2c2d_d-001

--params=a, b/a, c/a, x1, x2, x3, y3, x4, y4, x5, y5, x6, y6, x7, y7

Other compounds with this structure
KDyTiO4, KEuTiO4, KSmTiO4, NaEuTiO4, NaGdTiO4, NaYTiO4, (La, Sr)2TiO4

• The ICSD lists (La,Sr)2TiO4 as the prototype, but we prefer to use an ordered structure.

Simple Orthorhombic primitive vectors
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a1 = a x̂

a2 = b ŷ

a3 = c ẑ

Basis vectors

Lattice
coordinates

Cartesian
coordinates

Wyckoff
position

Atom
type

B1 = x1 a1 +
1
4 a2 = ax1 x̂+ 1

4b ŷ (4c) O I

B2 = −x1 a1 +
3
4 a2 +

1
2 a3 = −ax1 x̂+ 3

4b ŷ + 1
2c ẑ (4c) O I

B3 = −x1 a1 +
3
4 a2 = −ax1 x̂+ 3

4b ŷ (4c) O I

B4 = x1 a1 +
1
4 a2 +

1
2 a3 = ax1 x̂+ 1

4b ŷ + 1
2c ẑ (4c) O I

B5 = x2 a1 +
1
4 a2 = ax2 x̂+ 1

4b ŷ (4c) O II

B6 = −x2 a1 +
3
4 a2 +

1
2 a3 = −ax2 x̂+ 3

4b ŷ + 1
2c ẑ (4c) O II

B7 = −x2 a1 +
3
4 a2 = −ax2 x̂+ 3

4b ŷ (4c) O II

B8 = x2 a1 +
1
4 a2 +

1
2 a3 = ax2 x̂+ 1

4b ŷ + 1
2c ẑ (4c) O II

B9 = x3 a1 + y3 a2 +
1
4 a3 = ax3 x̂+ by3 ŷ + 1

4c ẑ (4d) Ag I

B10 = −x3 a1 − y3 a2 +
3
4 a3 = −ax3 x̂− by3 ŷ + 3

4c ẑ (4d) Ag I

B11 = −x3 a1 +
(
y3 +

1
2

)
a2 +

1
4 a3 = −ax3 x̂+ b

(
y3 +

1
2

)
ŷ + 1

4c ẑ (4d) Ag I

B12 = x3 a1 −
(
y3 − 1

2

)
a2 +

3
4 a3 = ax3 x̂− b

(
y3 − 1

2

)
ŷ + 3

4c ẑ (4d) Ag I

B13 = x4 a1 + y4 a2 +
1
4 a3 = ax4 x̂+ by4 ŷ + 1

4c ẑ (4d) Eu I

B14 = −x4 a1 − y4 a2 +
3
4 a3 = −ax4 x̂− by4 ŷ + 3

4c ẑ (4d) Eu I

B15 = −x4 a1 +
(
y4 +

1
2

)
a2 +

1
4 a3 = −ax4 x̂+ b

(
y4 +

1
2

)
ŷ + 1

4c ẑ (4d) Eu I

B16 = x4 a1 −
(
y4 − 1

2

)
a2 +

3
4 a3 = ax4 x̂− b

(
y4 − 1

2

)
ŷ + 3

4c ẑ (4d) Eu I

B17 = x5 a1 + y5 a2 +
1
4 a3 = ax5 x̂+ by5 ŷ + 1

4c ẑ (4d) O III

B18 = −x5 a1 − y5 a2 +
3
4 a3 = −ax5 x̂− by5 ŷ + 3

4c ẑ (4d) O III

B19 = −x5 a1 +
(
y5 +

1
2

)
a2 +

1
4 a3 = −ax5 x̂+ b

(
y5 +

1
2

)
ŷ + 1

4c ẑ (4d) O III

B20 = x5 a1 −
(
y5 − 1

2

)
a2 +

3
4 a3 = ax5 x̂− b

(
y5 − 1

2

)
ŷ + 3

4c ẑ (4d) O III

B21 = x6 a1 + y6 a2 +
1
4 a3 = ax6 x̂+ by6 ŷ + 1

4c ẑ (4d) O IV

B22 = −x6 a1 − y6 a2 +
3
4 a3 = −ax6 x̂− by6 ŷ + 3

4c ẑ (4d) O IV

B23 = −x6 a1 +
(
y6 +

1
2

)
a2 +

1
4 a3 = −ax6 x̂+ b

(
y6 +

1
2

)
ŷ + 1

4c ẑ (4d) O IV

B24 = x6 a1 −
(
y6 − 1

2

)
a2 +

3
4 a3 = ax6 x̂− b

(
y6 − 1

2

)
ŷ + 3

4c ẑ (4d) O IV

B25 = x7 a1 + y7 a2 +
1
4 a3 = ax7 x̂+ by7 ŷ + 1

4c ẑ (4d) Ti I

B26 = −x7 a1 − y7 a2 +
3
4 a3 = −ax7 x̂− by7 ŷ + 3

4c ẑ (4d) Ti I

B27 = −x7 a1 +
(
y7 +

1
2

)
a2 +

1
4 a3 = −ax7 x̂+ b

(
y7 +

1
2

)
ŷ + 1

4c ẑ (4d) Ti I

B28 = x7 a1 −
(
y7 − 1

2

)
a2 +

3
4 a3 = ax7 x̂− b

(
y7 − 1

2

)
ŷ + 3

4c ẑ (4d) Ti I
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